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ABSTRACT: The ﬁnite diﬀerence time domain simulation
shows the existence of an asymmetric quadrupole of Fano
resonance on the surface of a gold−silica core−shell (Au@
silica) nanoparticle (NP) as being incorporated into the metal
oxide nanoarchitecture/P3HT hybrid. Compared to the metal
oxide nanoarchitecture/P3HT hybrid solar cell, a 30%
enrichment of the short-circuit current density (Jsc) is attained
in the P3HT-based nanoarchitectural Fano solar cell with the
Au@silica NPs. The enhancement of charge separation in the
cell by the electric ﬁeld of the Fano resonance is directly evidenced by time-resolved photoluminescence measurements. The
increase of the degree of P3HT order in the hybrid by the incorporation of Au@silica NPs into the hybrid active layer may also
contribute to the enhancement in the Jsc. Charge carrier dynamic measurements show that an electron collection eﬃciency of
∼97% can be maintained in the P3HT-based nanoarchitectural Fano solar cell. Signiﬁcant improvement of the eﬃciency of the
inverted metal oxide/P3HT hybrid solar cell is therefore achieved.
KEYWORDS: hybrid polymer solar cell, metal oxide nanoarchitecture, gold−silica sore-shell nanoparticle, Fano resonance,
charge dynamics
ﬁelds.6,8−10 Due to the high surface recombination velocity of
the bare metallic NPs, core−shell NPs composed of the
plasmonic metal NPs shielded by an ultrathin insulator
(metal@ultrathin insulator NPs) have been incorporated into
the active layers to prevent the recombination of photocarriers
on the surfaces of plasmonic NPs.11−13 We have reported a
nanoarchitectural hybrid polymer solar cell with an active layer
integrating bulk and ordered heterojunction oxide/polymer
hybrids, that is, in situ-generated ZnO/poly(3-hexylthiophene)
scaﬀolded by a TiO2 nanorod (NR) array.14 A high electron
collection eﬃciency is demonstrated in the TiO2 NR−ZnO
NP/P3HT hybrid polymer solar cell, which is ascribed to the
TiO2 NR array in the hybrid serving as an eﬃcient electron
transporter/collector extended from ﬂuorine-doped tin oxide
(FTO) electrode. Moreover, the TiO2 NR array also functions
as a scaﬀold to hold the suﬃcient amount of ZnO NP/P3HT
hybrid. With these characteristics of TiO2 NR array, the
thickness of the active hybrid layer can therefore be thickened
for increasing the light harvesting eﬃciency.
It has been reported that adding dielectric to plasmonic
structures will produce Fano resonances by the interactions
between dielectric and plasmon resonant modes.15,16 A P3HTbased nanoarchitectural Fano solar cell (NAFSC) is demon-

1. INTRODUCTION
Polymer solar cells have attracted extensive attention for the
potential application to renewable power sources for portable
electronic devices because they can be fabricated at low cost,
are lightweight, and have good mechanical ﬂexibility.1−3 The
most representative conﬁguration of polymer-based photovoltaic devices is the bulk heterojunction (BHJ) structure,4,5
which is composed of electron acceptors blended into the
electron donating conjugated polymer matrix. In addition to
C60 derivatives, inorganic oxide nanocrystals have been
employed to be electron acceptors for improving the stability
of polymer solar cells.1 Due to the low carrier mobilities of
polymer materials and insuﬃcient connectivity of electron
acceptors, the thickness of the active layer of BHJ polymerbased solar cells is optimized to be 100−200 nm as a trade-oﬀ
between light absorption and charge transport.6
For improving the light absorption in the thickness-limited
BHJ active layer, the incorporation of noble metal nanoparticles
(NPs), which exhibit localized surface plasmonic resonance
(LSPR) at speciﬁc wavelengths, into the polymer solar cells
have been reported to be a promising light trapping method.6,7
With the strong resonant charge density oscillations on the
surfaces of the metal NPs via LSPR excitation, NPs behave as
light scattering centers to improve light trapping in the active
layer. Moreover, NPs may serve as subwavelength antennas in
the active layer to increase the eﬀective absorption cross-section
and exciton dissociation by the enhanced local electromagnetic
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using a 500 W xenon light source (Oriel) and a monochromator
(Oriel Cornerstone) equipped with a Si detector (model 71640,
Oriel). The power of an additional green-laser-light bias was 4 mW.
Measurements of TRPL spectroscopy were performed using a pulse
laser (405 nm) with a pulse width of 70 ps for excitation. The TRPL
decays at 710 nm were recorded by a time-correlated single-photon
counting (TCSPC) spectrometer. Measurements of IS were carried
out under the illumination of a green LED light (530 nm) with various
intensities by applying a 10 mV AC signal over the frequency range of
1−105 Hz at VOC of the hybrid solar cells using a potentiostat with a
frequency response analyzer (FRA, Zahner, IM6ex). A two-channel
transmission line model was employed to investigate the electron
transport and recombination in the hybrid solar cells.22 Measurements
of IMPS were conducted under a modulated green LED light (530
nm) driven by a source supply (Zahner, PP210) and a potentiostat
with a FRA (Zahner, IM6ex). The light intensity modulation was 20%
of the base light intensity over the frequency range of 1−104 Hz. The
illumination intensity is variable in the range of 30−90 mW cm−2. The
method for extraction of electron transit times in the hybrid solar cells
from the IMPS responses has been described in detail elsewhere.23
FDTD method11,24 (R-soft Fullwave) has been employed to simulate
electromagnetic energy density of the Fano-P3HT−MONA hybrid
with a 530 nm continuous EM wave entering from the TiO2 NR array
side and the ten-layered perfectly matched layers as the boundary
condition. The spacial grid number is 2940000, and the time step is
0.00057 μm.

strated in this work. Instead of plasmonic metal NPs or metal@
ultrathin insulator NPs, the gold−silica core−shell (Au@silica)
NPs, where the diameter of the Au core is ∼10 nm and the
thickness of the silica shell is ∼20 nm, are incorporated to the
TiO2 NR−ZnO NP/P3HT hybrid active layer. The ﬁnite
diﬀerence time domain (FDTD) simulation shows the
existence of an asymmetric quadrupole of Fano resonance on
the surface of Au@silica NP within the P3HT/metal oxide
nanoarchitecture (P3HT−MONA) hybrid. A 30% enrichment
of the short-circuit current density (Jsc) of the P3HT−MONA
hybrid solar cell is attained by the incorporation of Au@silica
NPs in the active layer. The increase of the degree of P3HT
order in the hybrid by the incorporation of the Au@silica NPs
is determined by Raman characterization. Charge carrier
dynamics in the P3HT-based NAFSC are investigated under
the illumination of Fano resonance-matched green light. Timeresolved photoluminescence (TRPL) measurements directly
evidence that with the addition of the Au@silica NPs, charge
separation in the P3HT−MONA hybrid is enhanced by the
Fano resonance-induced electric ﬁeld. Moreover, an electron
collection eﬃciency of ∼97%, which is determined by
impedance spectroscopy (IS) and intensity-modulated photocurrent spectroscopy (IMPS), can be maintained in the P3HTbased NAFSC.

3. RESULTS AND DISCUSSION
Figure 1a shows the schematic of the P3HT-based NAFSC.
Au@silica NPs are incorporated to the TiO2 NR-array-

2. EXPERIMENTAL METHODS
2.1. Device Fabrication. Aligned rutile TiO2 NR arrays were
grown on FTO substrates by a hydrothermal method.14,17−19 The
thickness of the TiO2 NR array was determined by the growth period.
Au NPs with an average size of 10 nm were synthesized via the
following procedure. An aqueous solution of 1 mM HAuCl4 was
reﬂuxed at 100 °C with constant stirring for 5 min. Then, 5 mL of 38.8
mM trisodium citrate was added into the solution, and the reﬂux was
conducted for another 10 min. The silica shell was formed on the Au
NPs following the reported method20 with minor modiﬁcations. First,
a solution containing 30 mL of ethanol, 7 mL of H2O, and 380 μL of
Au NPs (190 ppm) was stirred for 5 min. After 200 μL of (3aminopropyl) trimethoxysilane (APMS) (10% in ethanol) was added
to the stirred solution, the reaction was kept for 15 min followed by
the addition of 4 μL of tetraethylorthosilicate (TEOS) and 180 μL of
0.1 M aqueous NaOH solution in sequence. The solution was then
stirred for another 24 h. The resulting solution was centrifuged, and
the Au@silica NPs were washed with ethanol. Finally, the Au@silica
NPs were redispersed in tetrahydrofuran (THF). The active layer
solutions containing diethylzinc (DEZ) (45 mg mL−1)/P3HT (45 mg
mL−1) in THF with various contents of Au@silica NPs were prepared
inside a glovebox. The P3HT used had a molecular weight of Mw =
80000 g mol−1. To fabricate the solar cells, the active layer solution
was inﬁltrated into the TiO2 NR array on the FTO substrate by spin
coating under a controlled relative humidity of 40% in N2. A pristine
P3HT ﬁlm (300 nm) was then spin-coated (45 mg mL−1 in
chlorobenzene) onto the hybrid ﬁlm and was annealed at 150 °C
for 10 min. A thin layer of PEDOT:PSS (Baytron PVP AL 4083) was
further spun onto the pristine P3HT overlayer in air followed by heat
treatments at 120 and 150 °C for 6 and 3 min, respectively. Finally, a
100 nm thick gold layer was deposited on top of the PEDOT:PSS
layer.
2.2. Characterization of Hybrid Solar Cells. Optical absorptions
of the hybrids were measured using a UV−vis−IR spectrophotometer
(JASCO V-670). The degree of P3HT order in the hybrids was
characterized by Raman spectroscopy (integrated by Protrustech
Corporation Limited) at an excitation length of 532 nm. Photovoltaic
characteristics of the solar cells were measured under AM-1.5
simulated sunlight at 100 mW cm−2 (300 W, model 91160A, Oriel).
A black-painted mask on the FTO substrate side was used to create an
exposed area of 0.04 cm2 for all solar cells with island-type
electrodes.21 External quantum eﬃciency (EQE) was measured

Figure 1. (a) Schematic of P3HT-based NAFSC. (b) Absorption
spectrum of Au@silica NPs dispersed in ethanol and (inset) TEM
image of Au@silica NPs. (c) Simulated energy density distribution
around Au@silica NP in ZnO NP/P3HT hybrid with a 530 nm
continuous EM wave entering from the TiO2 NR array side.

scaﬀolded ZnO NP/P3HT hybrid active layer14 by inﬁltrating
a diethylzinc/Au@silica NP/P3HT solution into the interstices
of the ordered TiO2 NR array under a relative humidity of 40%
in ambient N2. A layer of ZnO NP/Au@silica NP/P3HT
hybrid (referred to as “overlayer” hereafter) is developed on the
top of the TiO2 NR array from the precursor solution
remaining on the NR array after spinning. A pristine P3HT
layer is additionally spin-coated on the top of the active layer.
The TEM image of the Au@silica NPs is shown in the inset of
17994
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Figure 1b. The average size of the Au@silica NPs is 50 nm,
where the diameter of the Au core is ∼10 nm and the thickness
of the silica shell is ∼20 nm. The absorption spectrum of the
Au@silica NP solution in ethanol is displayed in Figure 1b. It
reveals that the absorption of Au@silica NPs is in the
wavelength range of 450−650 nm with a maximum absorption
peak at 535 nm. In this work, the Au@silica NPs content
incorporated into the P3HT−MONA hybrid is represented by
the concentration of gold (ppm) in the precursor solution of
diethylzinc/Au@silica NP/P3HT. For simplicity, the Au@silica
NP/P3HT−MONA hybrid prepared using the precursor
solution with x ppm of Au is referred to as “Fano-P3HT−
MONA-x” hereafter.
Figure 1c shows the FDTD simulation result of the
electromagnetic (EM) energy density distribution in the Au@
silica NP incorporated P3HT−MONA (TiO2 NR−ZnO NP/
P3HT) hybrid as a 530 nm continuous EM wave enters from
the TiO2 NR array side. Due to the absorption of 530 nm
continuous wave by P3HT, the energy density is getting weak
in the ZnO NP/P3HT domain when the continuous wave
passes through the hybrid. As shown in Figure 1c, a quasi-static
asymmetric quadrupole with dimensions of 20−30 nm appears
on the surface of the silica shell. The electric ﬁelds of the
asymmetric quadrupole are locally lower than those in the ZnO
NP/P3HT domain far from the Au@silica NP. We suggest that
the formation of the asymmetric quadrupole is mainly
pertaining to the following reasons. As shown in Figure S1
(Supporting Information), the strong EM ﬁeld of surface
plasmonic resonance of Au NP core (regions enclosed by the
black dashed lines) induces an opposite dipole on the surface of
the silica shell (regions enclosed by blue dashed lines). The
LSPR-induced electric ﬁeld on the surface of Au@Silica NP is
therefore detracted by coupling with the opposite induced
dipole. Moreover, the quadrupolar electric mode (regions
enclosed by white dashed lines) is developed on the surface of
the silica shell because of symmetry breaking by the TiO2 NR
and the continuous waves of the incident light. The
quadrupolar electric mode coupling with the detracted LSPR
on the surface of the silica shell leads to the asymmetric
quadrupole on the surface of the Au@silica NP in the hybrid, as
shown in Figure 1c. The quasi-static asymmetric quadrupole is
considered to be Fano resonance, which is essentially produced
by the interactions between dielectric and plasmon resonant
modes.15,16
Figure 2a shows the absorption spectra of the Fano-P3HT−
MONA hybrids with various Au@silica-NP concentrations.
The thickness of the TiO2 NR array is 650 nm. The
absorbances of the active layers in the wavelength range of
400−600 nm are not enhanced by the incorporation of Au@
silica NPs, as shown in Figure 2a, which is dissimilar to the
results demonstrated in the plasmonic BHJ polymer solar cells.6
Moreover, in comparison with the pristine P3HT, the spectrum
for which is also illustrated in the ﬁgure, the P3HT−MONA
and Fano-P3HT−MONA hybrids possess wider absorption
ranges with the absorption edges shifted to longer wavelengths.
In the case of the P3HT−MONA hybrid, the decrease in the
optical band gap of P3HT is ascribed to the increase of the
degree of P3HT order as in situ formation of ZnO NPs in the
hybrid.14 Figure 2a shows that the internal order within the
P3HT domain of the hybrid is also inﬂuenced by the addition
of Au@silica NPs, which has been conﬁrmed by the Raman
peak position of the symmetric CC stretch mode shown in
Figure 2b and Table S1 (Supporting Information). A shift in

Figure 2. (a) UV−vis absorption spectra of pristine P3HT ﬁlm and
Fano-P3HT−MONA hybrids with various Au@silica-NP contents.
(b) Raman spectra of pristine P3HT ﬁlm and Fano-P3HT−MONA
hybrids with various Au@silica NP contents.

the CC mode peak position to a lower wavenumber indicates
the higher degree of order in the hybrids.25 The Raman
characterizations reveal that with an appropriate Au@silica-NP
content (i.e., 1−5 ppm), the crystallinity of the P3HT in the
Fano-P3HT−MONA hybrid is improved further compared to
those in the pristine P3HT ﬁlm and MONA-P3HT hybrid.
The photocurrent density (J)−voltage (V) curves of the
P3HT-based NAFSCs with various Au@silica NP contents
(referred to as “P3HT-based NAFSC-x” hereafter) are shown
in Figure 3a. For comparison, the J−V curve of the P3HT−
MONA solar cell, which is also fabricated using the 650 nm
thick TiO2 NR array, is presented in this ﬁgure. The
photovoltaic properties of these solar cells are summarized in
Figure 3b. As the Au@silica NPs are incorporated into the
active layer, the short-circuit current density (Jsc) of the hybrid
polymer solar cell is signiﬁcantly increased from 5.15 mA cm−2
to an optimized value of 6.79 mA cm−2, monitored in P3HTbased NAFSC-1 solar cell. A 30% enrichment of the Jsc is
attained in the P3HT-based NAFSC with an appropriate
content of the Au@silica NPs. Conversely, the VOC and FF of
the P3HT-based NAFSC are slightly decreased as the Au@
silica-NP content increases. Therefore, the eﬃciency of the
P3HT-based NAFSC with an optimized concentration of Au@
silica NPs is improved by 23.5%, from 1.74 to 2.15%. The
statistical photovoltaic parameters of the P3HT−MONA and
P3HT-based NAFSC-1 cells are shown in Figure S2 and Table
S2 (Supporting Information).
The EQE spectra of the P3HT-based NAFSC-1 and the
corresponding P3HT−MONA solar cell are shown in Figure
4a, revealing the enhancement of EQE values in the wavelength
range of 350−700 nm as incorporating the Au@silica NPs into
the active hybrid layer. The EQE modulation of the two cells is
further illustrated in Figure 4b. A ∼10% modulation of the EQE
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values is obtained in the wavelength range of 375−525 nm,
which does not comply with the absorption spectrum of Au@
silica NPs shown in Figure 1b. The result shows that Fano
resonance-induced EQE enrichment at speciﬁc wavelengths is
not observed with the addition of Au@silica NPs.
It should be noted that the eﬀect of Fano resonance on the
solar cells is absent at the wavelengths out of the Au@silica NPs
absorption range while conducting the ordinary EQE measurements. To further investigate the eﬀect of Fano resonance on
the EQE of the Au@silica-NP incorporated solar cell, we used
an additional 532 nm light, which matches the absorption range
of Au@silica NPs, to illuminate the P3HT-based NAFSC-1
during EQE measurements. The photocurrent contributed
from the green light bias is eliminated for the calculation of the
EQE values, and the corresponding EQE spectrum is shown in
Figure 4a. It reveals that at the wavelengths out of the Au@
silica NPs absorption range, the EQE values taken with the
green light bias are signiﬁcantly enhanced compared to those
measured free of the green light bias, demonstrating that Fano
resonance inﬂuences the EQE values of the Au@silica-NP
incorporated cell. However, the EQE values of the P3HT-based
NAFSC-1 with and without the green light bias are almost
identical in the wavelength range of the Au@silica NP
absorption. It is attributed to the eﬀect of Fano resonance
contributing to the EQE values of the P3HT-based NAFSC-1
in the wavelength range of the Au@silica NP absorption using
the ordinary measurement method. With the green light bias,
EQE modulation (compared to the EQE of the P3HT−MONA
solar cell without the green light bias) is shown in Figure 4b. It
reveals that the inﬂuence of Fano resonance also contributes to
the enhancements of the EQE value at the wavelengths out of
the Au@silica NP absorption range, suggesting that there are
other inﬂuences of the Au@silica NP incorporation instead of
Fano resonance-induced light absorption and trapping on the
photovoltaic performance of the P3HT−MONA solar cells.
The steady-state PL measurements are conducted to examine
the mechanism responsible for the photocurrent increase in the
P3HT-based NAFSC-1. An excitation wavelength of 532 nm is
employed, which matches with the resonance frequency of the
Au@silica NP induced Fano resonances. It has been recognized
that an increase in PL intensity of the plasmonic solar cell is
ascribed to the enhancement of exciton generation rate due to
the improved polymer light absorption induced by LSPR.13,26,27
As shown in Figure 5a, the PL intensity of P3HT is quenched
when Au@silica NPs are incorporated into a hybrid, indicating
the steady-state exciton concentration is not increased in the
P3HT-based NAFSC-1.
The dynamics of charge separation at interface between
P3HT and the oxide nanostructures in the P3HT−MONA
hybrids with and without the Au@silica NP addition are
examined by TRPL using a 405 nm pulse laser for excitation.
The TRPL decay curves of the P3HT−MONA and FanoP3HT−MONA-1 hybrids at 710 nm are shown in Figure 5b.
The average PL lifetimes of the P3HT−MONA and FanoP3HT−MONA-1 hybrids are 215 and 211 ps, respectively. The
405 nm laser does not trigger the Fano resonance of the Au@
silica NPs; therefore, the results show that the charge
separation eﬃciencies in the two hybrids are similar in the
absence of Fano resonance. Moreover, it reﬂects that the charge
separation eﬃciency is not improved by creating a new
interface of P3HT and silica through the incorporation of the
Au@silica NPs into the hybrid. To investigate the coupling
process between Fano resonance and the excitons, the TRPL

Figure 3. (a) J−V curves and (b) photovoltaic properties of P3HTbased NAFSCs with various Au@silica-NP contents. The thickness of
TiO2 NR array in cells is 650 nm.

Figure 4. (a) EQE spectra of (black line) P3HT−MONA solar cell
taken by ordinary way and P3HT-based NAFSC-1 (red solid line)
without and (red dashed line) with an additional green light
illumination, and (blue line) absorption spectrum of Au@silica NPs
dispersed in ethanol.
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Figure 5. (a) Photoluminescence spectra of P3HT−MONA and
Fano-P3HT−MONA-1 hybrids. (b) PL decay curves of P3HT−
MONA and Fano-P3HT−MONA-1 hybrids (solid line) without and
(dashed line) with green light illumination.

Figure 6. (a) Conductivity dependence of electron lifetimes and light
intensity dependence of electron transit times in the P3HT−MONA
solar cell and P3HT-based NAFSC-1. (b) Light intensity dependence
of electron collection eﬃciencies in the two cells.

decay curves are further taken with an additional 532 nm light
shining on the hybrids, which are also shown in Figure 5b. With
the green-light irradiation, the PL lifetime of the P3HT−
MONA hybrid remains at 215 ps, whereas the PL lifetime of
the Fano-P3HT−MONA-1 hybrid is signiﬁcantly reduced to
147 ps. The Au-content dependence of PL lifetime in the FanoP3HT−MONA hybrids is shown in Figure S3a (Supporting
Information). By showing a shorter PL lifetime, it directly
shows that the charge separation at interface between P3HT
and the oxide nanostructures is enhanced by the Fano
resonance-induced electric ﬁeld generated via the green-light
irradiated Au@silica NPs in the hybrid.
Dynamics of charge recombination at the interfaces between
oxide nanostructure and P3HT in the two cells, which are
determined by IS with a transmission model,14,22 are shown in
Figure 6a. The IS measurements are conducted at VOC of the
hybrid solar cells under various intensities of green light (530
nm) irradiation. Figure 6a reveals that the electron lifetimes
(τn) in the oxide nanostructures are functions of conductivity in
the electron acceptors.22 Moreover, the electron lifetimes in the
P3HT-based NAFSC-1 are comparable to those in the P3HT−
MONA solar cell. The Au-content-dependent electron lifetimes
in the P3HT-based NAFSCs measured under a light intensity
of 90 mW cm−2 are shown in Figure S3b (Supporting
Information). The IS results indicate that the incorporation
of the Au@silica NPs does not signiﬁcantly inﬂuence the charge
recombination inside the active layer. It is attributed to the
electrically insulating surface of the silica shell, which eﬃciently
prevents the rapid recombination of the photocarriers on the
surface of bare Au NPs.
Charge transport properties of the P3HT−MONA solar cells
with and without incorporating Au@silica NPs are further

investigated by IMPS with a green light (530 nm) irradiation.
The dynamics of electron transport in the metal oxide
nanoarchitecture of the two solar cells are illustrated in Figure
6a. It shows that electron transit (transport) times (τt) in the
P3HT-based NAFSC-1 are slightly longer than those in the
P3HT−MONA cell. Moreover, the electron transit times in the
hybrid solar cells increase with the amount of incorporated
Au@silica NPs, as shown in Figure S3c (Supporting
Information). The electron transport from ZnO NP/P3HT
hybrid to the TiO2 NR/FTO substrate may be retarded by the
asymmetric quadrupole of Fano resonances generated via the
green-light irradiated Au@silica NPs in the hybrid, as shown in
Figure 1c, which is not parallel to the eﬃcient electron
transport direction.
The electron collection eﬃciencies (ηc) of the two hybrid
solar cells are estimated from the electron transit time and
lifetime with the relation of ηc = 1 − (τt/τn).23 As shown in
Figure 6b, superior electron collection eﬃciencies are obtained
in both P3HT−MONA solar cell and P3HT-based NAFSC-1.
An electron collection eﬃciency of ∼97% is maintained in the
P3HT-based NAFSC-1. Figure S3d (Supporting Information)
demonstrates the Au-content-dependent electron collection
eﬃciencies in the Au@silica NP-incorporated hybrid solar cells,
which are estimated from Figure S3b,c (Supporting Information). The electron collection eﬃciency of the cell decreases as
the amount of the incorporated Au@silica NPs increases.
Due to the high electron collection eﬃciency in the P3HTbased NAFSC-1 with a TiO2−NR thickness of 650 nm, the
photovoltaic performance of the P3HT-based NAFSC-1 is
further optimized in terms of the thickness of the TiO2 NR
17997
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induced by the interaction between dielectric silica and surface
plasmonic resonance of the Au NP core, possesses locally
weaker energy densities compared to the region far from the
NP in the overlayer. The FDTD simulation result conﬁrms that
the addition of the Au@silica NP in the ZnO NP/P3HT hybrid
is not able to improve the light harvesting of the active layer by
the LSPR eﬀect due to the existence of the silica shell.
Nevertheless, the asymmetric quadrupole on the surface of
the Au@silica NP shown in Figure 1c is a quasi-static Fano
resonance, which produces a steady quasi-static electric ﬁeld.
The quasi-static electric ﬁeld of the asymmetric quadrupolar
Fano resonance penetrating into the active layer facilitates the
charge separation. The FDTD simulation result explains the
TRPL results in Figure 5b: the charge separation at the
interface between P3HT and oxide nanostructures is enhanced
by the Fano resonance-induced electric ﬁeld triggered via the
green-light irradiated Au@silica NPs in the hybrid. In contrast,
the electric ﬁeld in the high-energy density region of Figure 1c,
which originates from the incident light, does not contribute to
the enhancement of the charge separation in the active layer
due to its high frequency of 1014,15 Hz. Therefore, the
simulation result is consistent with the summary of EQE, PL,
and TRPL investigations: the improvement of Jsc by the Fano
resonance through the incorporation of Au@silica NPs into the
P3HT−MONA solar cell originates from the enhancement of
charge separation rather than the light absorption.
The Fano resonance eﬀect on the cells is absent at the
wavelengths out of the Au@silica NPs absorption range during
the EQE measurements. We suggest that the enhancement of
EQE values measured by the ordinary way (Figure 4a) is
ascribed to the increase of the degree of P3HT order in the
hybrid when incorporating the Au@silica NPs, as determined
by Raman spectra (Figure 2b). Therefore, compared to that of
the P3HT−MONA hybrid solar cell, a 30% enrichment of the
Jsc in the P3HT-based NAFSC is mainly attributed to the Fano
resonance-enhanced charge separation and the increase of the
degree of P3HT order in the hybrid by the addition of the Au@
silica NPs. Moreover, with the examinations of dynamics of
charge separation, recombination, and transport in the hybrid
solar cells, we conclude that the photovoltaic performance of
the P3HT-based NAFSC is optimized with an appropriate
content of Au@silica NPs due to the opposite trends in charge
separation eﬃciency and electron collection eﬃciency
inﬂuenced by the asymmetric quadrupolar electric ﬁeld of
Fano resonance.
With the same Au content in the hybrids of the P3HT-based
NAFSCs, the extent of the improvements in the Jsc and
eﬃciency of the cell shown in Figure 7b are inferior to those
shown in Figure 3. Because the size of the Au@silica NP is
comparable to the space between the TiO2 NRs, as shown in
Figure S5 (Supporting Information), the Au@silica NPs may be
ineﬀectually incorporated into the ZnO NP/P3HT hybrid
within the interstices of TiO2 NRs. Namely, the Au@silica NPs
may mainly exist in the overlayer portion of the P3HT-based
NAFSC. When thickening the TiO2 NR array, the bottom
portion of the ZnO NP/P3HT hybrid within the interstices of
TiO2 NRs, which is not inﬂuenced by the asymmetric
quadrupole of Fano resonances, may essentially contribute to
the increases of the Jsc and eﬃciency of the hybrid cell.
Therefore, compared to the cell with a shorter TiO2 NR array,
the extent of the performance improvement by Au@silica NP
incorporation reduces the overall eﬃciency-optimized P3HTbased NAFSC.

array. The photovoltaic parameters of the P3HT-based
NAFSCs with various TiO2−NR thicknesses are shown in
Figure 7a. With a TiO2−NR thickness of 900 nm, an eﬃciency

Figure 7. (a) Photovoltaic properties of P3HT-based NAFSCs-1 with
various NR-array thicknesses. (b) J−V curves of P3HT−MONA solar
cell and P3HT-based NAFSC-1 with a TiO2−NR thickness of 900 nm.

of 3.18% with a Jsc of 10.38 mA cm−2, a VOC of 0.65 V, and a ﬁll
factor (FF) of 0.47 is achieved in the P3HT-based NAFSC. The
J−V curves of the optimized P3HT-based NAFSC and the
corresponding P3HT−MONA solar cell are shown in Figure
7b. With the addition of Au@silica NPs into the active layer,
the Jsc improves by 17.8%, from 8.81 to 10.38 mA cm−2, and the
eﬃciency enhances by 10.4%, from 2.88 to 3.18%. (See Figure
S4 and Table S3 in the Supporting Information for the
statistical photovoltaic parameters of the two cells.) To the best
of our knowledge, this is the highest eﬃciency ever reported for
the metal oxide−P3HT hybrid solar cell without any interfacial
modiﬁcation.
The performance of the metal oxide−P3HT hybrid solar
cells has been signiﬁcantly improved with the assistance of Fano
resonances via the incorporation of the Au@silica NPs into the
active layer. As shown in Figure 3, a 30% enrichment of the Jsc
can be attained in the P3HT-based NAFSC. However, Figures
2a and 5 respectively show that the absorbance of the active
layer in the wavelength range of 400−600 nm and the exciton
generation rate are not enhanced by the incorporation of Au@
silica NPs. Moreover, Figure 4 reveals that the spectral range of
EQE enhancement does not comply with the absorption
spectrum of Au@silica NPs. These results suggest that the Fano
resonance-induced light absorption and trapping on the
photovoltaic performance of the Fano resonance solar cells is
absent. As shown in Figure 1c, the asymmetric quadrupole of
Fano resonance on the surface of the Au@silica NP, which is
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4. CONCLUSIONS
A P3HT-based nanoarchitectural Fano solar cell is demonstrated in this work. The FDTD simulation shows the existence
of an asymmetric quadrupole of Fano resonance on the surface
of Au@silica NP as being incorporated into the P3HT−MONA
hybrid. In the absence of the enhancement of the light
absorption, a 30% enrichment of the Jsc is attained in the
P3HT-based NAFSC compared to that of the corresponding
P3HT−MONA solar cell. The increase in Jsc is mainly
attributed to the Fano resonance-enhanced charge separation
and the increase of the degree of P3HT order in the hybrid by
the addition of the Au@silica NPs. The photoconversion
eﬃciency of the P3HT-based NAFSC is optimized with an
appropriate content of Au@silica NPs due to the opposite
trends in charge separation eﬃciency and electron collection
eﬃciency inﬂuenced by the asymmetric quadrupolar electric
ﬁeld of Fano resonance.
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